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Number % 5FFﬁF : TWNCO00912864
Applicant Fl'ﬁ%’%”?ﬁ‘rj ' Ju Tian Cleantech Co., Ltd. Issue Date %F (S E 0 Sep 01,2020
ST NI Y L
No. 2, Wenxian Rd.,
Nantou City, Nantou County 540,
Taiwan, R.O.C.

PSSR % 29

Sample Description ﬁifﬁ[hiﬁi
One (1) Piece of Submitted Sample Said To Be:
5 ) IR R (1)1

Name Of Sample : JCPFM©Home Sugarcane Straw
i 79

Country of Origin : Taiwan

U2 B

Date Sample Received : Aug 21, 2020

B4

Date Test Started : Aug 24, 2020

BRI E 2

Test Conducted JHEE* |7
Tests were conducted by applicant’s request, for details please refer to attached pages.

(HECH TR T R A B T -

Conclusion 1?

Tested ngple WSS ﬁiﬂ[ Standard f&2¥& Result 5# {!
Tested Components of ' Test for F.D./A. Regulation on Resinous and Polymeric Coating Pass Fﬁ,ffﬁ
Submitted Samples f‘iﬁﬁi E!«g@ﬁgﬁs?;r,{ A[ﬁr@ I FDA =%

‘2E[Jg:‘;€§[f 54 per appllcants request with reference to U.S. 21 CFR

F.D.A. regulation part 175.300 clause (c)(1) on coating
intended for one time use and employed as a component
of a non-container

(EEH il 524 5 ﬁgg.ﬁ#ﬂm +} 21 CFR 175.300
QW - iV s P

Authorized by ZiZ=: Signed by S£EE .
On Behalf of Intertek Testing Services
Taiwan Limited

— 7 pomsChes
Matt Wang ZEiiE Thomas Chou FitE
Sr. Manager EiREE Manager (T2
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Number iﬁflﬁﬂiﬁj : TWNC00912864
Test Conducted JH[Z[" J”’Fﬁ' :

Test for F.D.A. Requlation on Resinous and Polymeric Coating &

As per applicant’s request with reference to the U.S. 21 CFR Food and Drug Administration part 175.300, clause (c)(1).
(g st s 0 3 A 36 R S 21 CFR 175.300 [ (c)(1) -

I.  Condition of Contact in Actual Use ff*'|{%{F:
Room temperature filled and stored (no thermal treatment in the container) =l 7 (B ECE)

\\\\\\\\

II.  Test Result JZ57F M :

Result (mg/in®) . 5
Testlem T ERN L R o
HERE Lacquer on submitted sample PG /T B H)
Total Non-vplatile Extractive in Water 0.17 0.5
FHEH L - -
Total Non—volati[e Extractive in Heptane 0.07 0.5
TSk - -
Total Non-volatile Extractive in 8%
Alcohol 0.14 0.5
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Number%ﬁ%ﬁ% : TWNC00912

Sample photo )f%ifﬁ[[[ﬁﬁkﬁ :

End of Report 7 jh

Except where explicitly agreed in writing, all work and services performed ek is subject to our standard Terms and Condiitions which can be obtained at our website: http://www.intertek-twn.com/terms/ .
Intertek’s responsibility and liability are limited to the terms and conditions of ent.

This report is made solely on the basis of your instructions and / ol
The report is not intended to be a recommendation for any particulai
or report upon any facts or circumstances which are outside ti
outside the agreed scope of the works. This report does not e you from your legal obligations and duties to any other person. You are the only one authorized to permit copying or
distribution of this report (and then only in its entirety). Anj i

Reporting Statements of Conformity: Please note that th
standards, and does not consider measurement uncertainty.

contain statement of conformity with the decision rules which are based on the specifications of customers, regulations and

e
>
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