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Number %ﬁ%ﬁ% : TWNC00986231
Applicant Fllﬁ%?@ﬁj ' Ju Tian Cleantech Co., Ltd. Issue Date 5 L7 [ 1] @ May 26, 2021

SHF RSB P ) I

No. 2, Wenxian Rd.,

Nantou City, Nantou County 540,
Taiwan, R.O.C.

LB ¢ 0% 2 9

Sample Description £, ,[55:5&*_ :
One (1) Pieces of Submitted Sample Said To Be:
(- I TR ()

Name of Sample : JCPFM©Sugarcane Fiber Straw
B €78 JCPEMOF| i i iy
;’Jiﬁﬁlﬂﬁ MFG# : 2021/5/12

TS EXP# : 2022/5/11

Country of Origin : Taiwan

U2 ]

Date Sample Received : May 19, 2021

’r%iifl[hl['ﬁ[JE 11 2021 = 05 7] 19 | !

Date Test Started : May 19, 2021

PRI AR T 2021 # 05 5] 19 |

Test Conducted Jfz[* 4

Tests were conducted by applicant’s request, for details please refer to attached pages.
(MBS FTRI B RS SRR YR

Authorized By & 1% #:
On behalf of Intertek Testing Services
Taiwan Limited

= [ AR U I

Signed by ﬁljf[ R

7 W@”‘”

Matt Wan/g - / Thomas Chou Fﬁjtﬁfﬂ
Director ! Manager %!
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Number iﬁflﬁﬂiﬁj : TWNCO00986231
Test Conducted JH[Z[" J”’Fﬁ' :

Fluorine (F) Content %ﬁn(F)IﬁEi

With reference to EN 14582:2016 by combustion bomb with oxygen and determined by Ion Chromatography.
%% EN 14582:2016 - I'| S gfiPssies Sais o0 1 [EE i) 47 o

Tested Sample ?E[J?:‘éfr%ﬁla Result £ (ppm)
Submitted sample ND

Remarks: ppm Parts per million based on weight of tested sample E[ﬁ;’} = =mg/kg =/
ﬁﬁjﬁ%t ND Not detected +# A"
Detection limit {{R[#[~ = 50 ppm
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Number ﬁ%ﬁ%ﬁ% : TWNC00986231

Sample photo )f%ifﬁ[[[ﬁ%ﬁ :

End of Report 7 jh

Except where explicitly agreed in writing, all work and services pe ed by Intertek is subject to our standard Terms and Conditions which can be obtained at our website: http://www.intertek-twn.com/terms/ .
Intertek’s responsibility and liability are limited to the terms and con of the agreement.

or information and materials supplied by you and provide no warranty on the tested sample(s) be truly repr jve of the sample source.
lar course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is under no obligation to refer to
ific instructions received and accepts no responsibility to any parties whatsoever, following the issue of the report, for any matters arising
[scharge or release you from your legal obligations and duties to any other person. You are the only one authorized to permit copying or

h third parties to whom this report may be circulated rely on the content of the report solely at their own risk.

This report is made solely on the basis of your instructions
The report is not intended to be a recommendation for
or report upon any facts or circumstances which are ou
outside the agreed scope of the works. This repo

distribution of this report (and then only /'/‘7its entirety,

Reporting Statements of Confori 2 Pl Il
standards, and does not consider. rement uncel
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