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Number %ﬁ%ﬁ% :  TWNC00963413
Applicant Fl'ﬁ%’%”?ﬁ‘rj ' Ju Tian Cleantech Co., Ltd. Issue Date 5 L7 [ 1] Mar 11, 2021
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No. 2, Wenxian Rd.,

Nantou City, Nantou County 540,
Taiwan, R.O.C.
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Sample Description ﬁifﬁ[[[iai :
One (1) Piece of Submitted Sample Said To Be:
(- ) AR ()

Name of Sample : JCPFMOf Rt 5!
R

Heat Tolerance 1 90C

TR

Country of Origin : Taiwan

LS 29

Date Sample Received : Mar 03, 2021
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Date Test Started : Mar 03, 2021
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Test Conducted JIEE" |4
Tests were conducted by applicant’s request, for details please refer to attached pages.
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Authorized By & 1% #:

On behalf of Intertek Testing Services
Taiwan Limited
= [ AR U I

Signed by ﬁ?ﬁf | EE

7 W@"‘”

Matt Wan/g - / Thomas Chou Fﬁjtﬁfﬂ
Director 772! Manager %!
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Number iﬁflﬁﬂiﬁj : TWNC00963413
Test Conducted JH[Z[" J”’Fﬁ' :

Total Non-Volatile Extractive Test ;ﬁ?ﬁﬁﬁﬁﬁﬁgﬂ?ﬁ

With reference to the U.S. 21 CFR Food and Drug Administration part 175.300.

I.  Condition of Contact in Actual Use ffi™ {5 %
Room temperature filled and stored (no thermal treatment in the container) =l @& (I EVECE)

\\\\\\\\

II. Test Result jJ[ZEF A

Test Ttem Result (mg/in®)
W AN (B g /1 2 )
WAz ’E

Brown spoon
(A) Total Non-volatile Extractive in Water

A L4l
(B) Total Non-volatile Extractive in Heptane 0.25
TRV e A '

(C) Total Non-volatile Extractive in 8% Alcohol

BYif 11| 5 2.34
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Number %ﬁ%ﬁ% : TWNC00963413

Sample photo )f%ifﬁ[[[ﬁﬁkﬁ :

The tested part is indicated with the red arrow on the sample photo
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End of Report 7 jh

Except where explicitly agreed in writing, all work and services performed by Intertek is subject to our standard Terms and Conditions which can be obtained at our website: http://www.intertek-twn.com/terms/ .
Intertek’s responsibility and liability are limited to the terms and conditions of the agreement.

This report is made solely on the basis of your instructions and / or information and materials supplied 12/ you and provide no warranty on the tested sample(s) be truly representative of the sample source.
The report is not intended to be a recommendation for any particular course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is under no obligation to refer to
or report upon any facts or circumstances which are outside the specific instructions received and accepts no responsibility to any parties whatsoever, following the issue of the report, for any matters arising
outside the agreed scope of the works. This report does not discharge or release you from your legal obligations and duties to any other person. You are the an{{ one authorized to permit copying or
distribution of this report (and then only in its entirety). Any such third parties to whom this report may be circulated rely on the content of the report solely at their own risk.

Reporting Statements of Conformity: Please note that the test results contain statement of conformity with the decision rules which are based on the specifications of customers, regulations and

standards, and does not consider measurement uncertainty.
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